Ladyseed Tee shrinkage test

Area Measurements S M L XL XXL

New 237/8 26 251/4 261/8 265/8

1 | After Wash 235/8 251/2 247/8 251/4 265/8

Change 1/4 0.5 3/8 7/8 0

New 263/4 271/2 291/2 291/2 313/8

2 |After Wash 263/4 271/2 291/2 291/2 311/4

Change 0 0 0 0 1/8

New 20 211/4 221/4 221/2 24

3 | After Wash 193/4 207/8 211/2 211/2 231/2

Change 0.25 3/8 3/4 1 0.5

New 163/8 181/4 18 19 211/4

4 | After Wash 16 3/8 18 18 191/2 211/4

Change 0} 0.25 0 -0.5 0

New 19 21 203/4 221/2 24

5 |After Wash 183/4 201/2 201/2 223/4 231/2

Change 0.25 0.5 1/4 -1/4 0.5

New 51/2 53/4 6 3/8 7 71/2

5 6 | After Wash 5 53/4 53/4 6 3/4 71/2
Change 0.5 0 5/8 0.25 0

Measurement areas Numbers in red indicate shrinkage

Numbers in green indicate stretch



